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ALL SILICA FUME IS THE SAME, ISN’T IT…?
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What is silica fume?

▪ Byproduct of the production of silicon 

and ferrosilicon metals

▪ Pozzolanic material

▪ ASTM C1240 Specification

• SiO2 ≥ 85%

• Specific Surface Area ≥ 15 m2/g

▪ First use in concrete in the 1940s in 

Norway

▪ First domestic publication concerning 

silica fume was published by WES in 

the 1980s

▪ Two major forms commercially 

available today

• Undensified

• Densified

These 

materials are 

all assumed 

equivalent in 

practice!!



US Army Corps of Engineers  • Engineer Research and Development Center

UNCLASSIFIED

UNCLASSIFIED

Initial Work

Silica Fume SiO2 (%) CaO (%) MgO (%) Na2O (%) Balance (%) LOI (%)

SF-1 97.30 0.00 0.06 0.00 2.64 1.35

SF-2 95.04 0.01 0.38 1.79 2.79 1.39

SF-3 93.26 0.00 0.21 1.24 5.29 3.93

SF-4 74.95 17.90 2.89 0.52 3.74 0.89

SF-5 97.21 0.00 0.15 0.16 2.48 1.61

SF-6 96.06 0.00 0.14 0.12 2.68 2.73

SF-7 93.65 0.10 0.37 0.23 5.65 4.47

SF-8 97.42 1.27 0.09 0.01 1.21 0.93

Property/Batch SF-1 SF-2 SF-7

Time – min 14:45 6:15 9:15

Flow - % 57.6 60.6 82.1

𝜌 – kg/m3 2372 2337 2390

𝑓
𝑐

– MPa 186 185 205

Chemical Characterization

Particle Size Distribution

Results

Preliminary study performed 

in 2015 by the ERDC looked 

at mass replacement of eight 

different silica fumes in a 

constant UHPC mixture 

proportion with highly 

variable results.
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Chemical Characterization

Particle Size Distribution

Results

Preliminary study performed 

in 2015 by the ERDC looked 

at mass replacement of eight 

different silica fumes in a 

constant UHPC mixture 

proportion with highly 

variable results. • Why could only three of the silica fumes 

successfully be incorporated into the baseline 

mixture proportion?

• Are chemical or physical differences more 

important when understanding how different silica 

fumes behave in UHPC mixture proportions?
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Materials Characterization
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Physical Characterization of Silica Fume

Silica 

Fume
𝐺𝑠

𝜌𝑏𝑢𝑙𝑘

(kg/m3)

𝑆𝑆𝐴𝐵𝐸𝑇

(m2/g)

𝑆𝑆𝐴𝑃𝑆𝐷

(m2/g)

SF1 2.37 412 18.1 31.7

SF2 2.23 319 29.3 43.7

SF3 2.30 706 22.0 45.5

SF4 2.23 386 29.4 54.3

SF5 2.23 698 25.7 43.9

SF6 2.26 670 24.0 52.6

SF7 2.21 726 22.8 54.2

SF8 2.34 ---a 19.8 44.8

aDue to limited material supply, 𝜌𝑏𝑢𝑙𝑘 was not determined 

for SF8.
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Chemical Characterization of Silica Fume

Silica Fume SiO2 (%) CaO (%) MgO (%) Mn2O3 (%) LOI (%) Balance (%)a Otherb

SF1 92.2 1.5 0.2 2.2 0.9 3.0 ZrO2

SF2 95.9 0.3 0.3 1.4 0.9 1.2 None

SF3 83.4 0.9 1.3 5.4 2.0 7.0 K2O, ZnO

SF4 97.8 0.3 0.2 0.0 0.9 0.8 None

SF5 70.0 19.5 2.6 0.0 5.1 2.9 None

SF6 90.4 0.6 1.9 3.3 2.5 1.3 None

SF7 94.3 0.6 0.3 1.7 2.0 1.2 None

SF8 68.4 18.0 2.0 0.1 8.9 2.6 None

aTotal content of other XRF phases

bOther XRF phases greater than 1%
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Silica Fume Reactivity
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Silica Fume Reactivity



US Army Corps of Engineers  • Engineer Research and Development Center

UNCLASSIFIED

UNCLASSIFIED

Silica Fume Reactivity
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Rheological Effects
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Rotational Rheology Experiments

▪ Herschel-Bulkley model fit to 

unloading curve data

𝝉 = 𝝉𝟎 + 𝒌 ሶ𝜸𝒏

▪ 𝝉 = shear stress (Pa)

▪ 𝝉𝟎 = yield stress (Pa)

▪ 𝒌 = consistency (Pa·sn)

▪ ሶ𝜸 = shear rate (s-1)

▪ 𝒏 = rate index
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Rotational Rheology Experiments

Source DF SS MS F P-value

A = Fume type 7 0.11 0.02 7.62 0.00

B = w/b 2 1.97 0.98 460.97 0.00

C = Fume amount 2 0.82 0.41 191.83 0.00

AB 14 0.09 0.01 3.09 0.01

AC 14 0.06 0.00 1.91 0.07

BC 4 0.22 0.06 26.09 0.00

Error 28 0.06 0.00 — —

Total 71 3.33 — — —
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Water Thickness Model

𝑚𝑤𝑎𝑡𝑒𝑟,𝑡𝑜𝑡𝑎𝑙 =෍

𝑖=1

𝑛

𝑚𝑤𝑎𝑡𝑒𝑟,𝑟𝑒𝑎𝑐𝑡𝑖𝑜𝑛,𝑝𝑎𝑟𝑡𝑖𝑐𝑙𝑒 𝑖 +෍

𝑖=1

𝑛

𝑚𝑤𝑎𝑡𝑒𝑟,𝑎𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛,𝑝𝑎𝑟𝑡𝑖𝑐𝑙𝑒 𝑖 +𝑚𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒

𝑚𝑤𝑎𝑡𝑒𝑟,𝑡𝑜𝑡𝑎𝑙 = 𝑚𝑤𝑎𝑡𝑒𝑟,𝑟𝑒𝑎𝑐𝑡𝑖𝑜𝑛,𝑐𝑒𝑚𝑒𝑛𝑡 +𝑚𝑤𝑎𝑡𝑒𝑟,𝑎𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛,𝑠𝑖𝑙𝑖𝑐𝑎 𝑓𝑢𝑚𝑒 +𝑚𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒

𝑚𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒 = 𝑚𝑤𝑎𝑡𝑒𝑟,𝑡𝑜𝑡𝑎𝑙 −𝑚𝑤𝑎𝑡𝑒𝑟,𝑎𝑏𝑠𝑜𝑟𝑝𝑡𝑖𝑜𝑛,𝑠𝑖𝑙𝑖𝑐𝑎 𝑓𝑢𝑚𝑒

𝑚𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒 = 𝑚𝑤𝑎𝑡𝑒𝑟,𝑡𝑜𝑡𝑎𝑙 − 𝑎𝑚𝑠𝑖𝑙𝑖𝑐𝑎 𝑓𝑢𝑚𝑒

𝑉𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒 =
𝑚𝑤𝑎𝑡𝑒𝑟,𝑡𝑜𝑡𝑎𝑙 − 𝑎𝑚𝑠𝑖𝑙𝑖𝑐𝑎𝑓𝑢𝑚𝑒

𝜌𝑤𝑎𝑡𝑒𝑟

𝑡𝑓𝑙𝑜𝑤 =
𝑉𝑤𝑎𝑡𝑒𝑟,𝑓𝑟𝑒𝑒

𝐴𝑠𝑢𝑟𝑓𝑎𝑐𝑒,𝑠𝑦𝑠𝑡𝑒𝑚
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Estimating Absorption Capacity

Approach #1 – Statistical Approximation

Silica Fume Gs SSABET (m
2/g) aSA (%)

SF1 2.37 18.1 18.1

SF2 2.23 29.3 14.8

SF3 2.30 22.0 22.4

SF4 2.23 29.4 20.5

SF5 2.23 25.7 18.6

SF6 2.26 24.0 24.0

SF7 2.21 22.8 26.2

SF8 2.34 19.8 23.8

Estimated 
Absorption 

Capacity

Particle 
Size 

Distribution

Specific 
Surface 

Area

Density
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Estimating Absorption Capacity

Approach #2 – Atmospheric Absorption
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Estimating Absorption Capacity

Approach #3 – Dynamic Vapor Sorption

𝑚 = 𝛽3[ln − ln 𝑅𝐻 ]3+𝛽2[ln − ln 𝑅𝐻 ]2+𝛽1[ln − ln 𝑅𝐻 ] + 𝛽0
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Estimating Absorption Capacity

Silica Fume 𝑎𝑆𝐴 (%) 𝑎𝐴𝐴 (%) 𝑎𝑉𝐹,𝑁𝑀 (%) 𝑎𝑉𝐹,100 (%) 𝑎𝑉𝐹,200 (%) 𝑎𝑉𝐹,500 (%) 𝑎𝑉𝐹,𝑆 (%) 𝑎𝐷𝑉𝑆 (%)

SF1 18.1 6.4 121.9 115.9 95.2 94.5 38.6 0.121

SF2 14.8 20.6 198.2 159.5 149.2 147.3 64.6 0.107

SF3 22.4 52.2 63.5 58.7 57.5 59.7 38.7 0.348

SF4 20.5 23.0 192.4 168.9 145.6 152.3 64.1 0.075

SF5 18.6 29.2 67.3 68.1 57.7 57.6 68.9 0.761

SF6 24.0 29.9 73.0 53.4 51.3 67.7 47.0 0.368

SF7 26.2 36.9 60.3 47.3 46.6 56.7 32.0 0.132

SF8 23.8 ---a 72.5 63.7 61.5 65.7 75.4 0.625

aDue to limited material supply, this test was not performed for SF8.
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Estimating Absorption Capacity
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Water Thickness Model

Statistical AbsorptionNo Absorption
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Absorption Range RMSE MAE

No < 40 nm 0.090 0.079

Yes < 40 nm 0.076 0.064

No ≥ 40 nm 0.084 0.070

Yes ≥ 40 nm 0.086 0.071

Water Thickness Model

Absorption 𝑅𝑦=𝑥
2 RMSE MAE

No 0.815 0.085 0.072

Yes 0.826 0.083 0.069
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Water Thickness Model

Segmented by w/b and Silica Fume Content
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Conclusions

• Different silica products react differently, with a factor of 2.5 between 

low reactivity and high reactivity silica fumes.

• Statistically, the specific silica fume used in a mixture proportion 

significantly affects the ease of mixing.

• Silica fume particles are absorptive, with a factor of as much as 10 

between low absorption and high absorption silica fumes.

• It is critical to consider this absorption when proportioning low w/c 

concretes like UHPC.

• All silica fumes are not the same, and we 

cannot treat them as if they were!
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QUESTIONS ?
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